






























 

 
DEPARTMENT OF CIVIL ENGINEERING 

 
                          Date: 23-12-20204 

 
Determination of Compressive Strength of Concrete Cubes 

(As Per IS: 516 – 1959, Reaffirmed – 1999) 
 

Ref            :  MIC/Civil/CT lab/2024-25/DEC/01 

Client                       : Dr. Venkata Ratnam, Vijayawada 

Grade of Concrete            : M20/M25 

Size of Concrete Cube      : 150x150x150mm 

 

S. No Description 
Sample No. 

01 02 03 
1 Identification Mark 1/1 1/2 1/3 

2 Date of Testing  16-12-2024 17-12-2024 18-12-2024 

3 Date of Casting 23-12-2024 23-12-2024 23-12-2024 

4 Age of Specimen (in days) 7 6 5 

5 Curing Condition Note. 02 Note. 02 Note. 02 

6 Compressive Strength 
(N/mm2) 

17.16 13.91 15 8.27 15.08 12.50 12.08 13.08 12.17 

7 Appearance & Type of 
fracture 

Crushing Crushing Crushing 

8 Average Compressive 
Strength (N/mm2) 

15.35 12.05 12.63 

 
 
Note: 1. Date of Casting is as per Client’s data. 

2. Cubes have been delivered after the completion of curing and hence condition of curing is not known. 
3. Any corrections in the report make this invalid.  
4. This certificate may not be reproduced in full or part, without the permission of Undersigned.  

 
Thanking you,  
 
 
 

TESTED BY                               HOD                       PRINCIPAL 












